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1667 blanco/white
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Composicion 100% nylon
Test de resistenza a la traccion (N/mm) L 36-W 22
Resistencia a tension (N) L 103-W 185
Resistencia a la abrasion Martindale Méas de 25000 ciclos
Solidez ala luz 20 AFU: 2,5
Resistencia a la humedad Urdimbre 938,48 - Trama 885,94
Solidez al frote en seco Grado 4-5
Solidez al frote een himedo Grado 4
Composition 100% nylon
Bursting Strength(Kg/5Cm2) 43
Tensile strength test (N/mm) L 36-W 22
Tear strength test (N) L 103-W 185
Martindale abrasion test After 25000 cycles
Color fastness to light test 20 AFU: 2,5
Steam strength test (N) Warp 938,48 - Weft 885,94
Color fastness to crocking test (dry) After 10 cycles: grade 4-5

Color fastness to crocking test (wet) After 10 cycles: grade 4-5



